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INVOICE NO. :XYAC-200226

THE GOODS : AL{MMUM PLAIN §HEETS o Date: 2020-04-02
ALUMINUH: ‘TUCCO SHE . LN L/C NO. : DUB202617
HEEL %) HLAR M g8
i CHEMICAL ANALYSIS . MTR
7y ERE | REBRE | ERE
EE A 'Y AN GRAIN T.S. E. L. FERR
PRODUCT SPECIFICATION E - Sig | Cu®»| Mn | Mg | zn Cr Ti Al SIZE (Mpa) % BEND
0. 60+1219*2438mm 1100 i, 0:433 | 0. s:m" aQ.QQSﬁ < —— 10.0221 | remain Jif 141 4 600D
0. 65%1219*2438mm 1100 14 “h. 455 -Ld, 0425 | o, 0878 Jf- —— 10.0198 | remain i} 138 5 GOOD
0. 80%1219%2438mm 1100 H14 o.‘4m 0. 2 -0864 —— 10.0193 | remain 1 135 6 GOOD
0. 85%1219%2438mm 1100 H14 0.455 | 020438 [ ,;81 —— 10.0193 | remain I 135 7 GOOD
1. 00%1219%2438mm 1100 H14 0.451 | 0.042% 0. 0911 —— 10.0193 | remain i 136 7 GOOD
1. 10%1219%2438mm 1100 H14 0.438 | 0.0451 | 0.0 == 10,0221 | remain il 133 8 600D
1. 20%1219%2438mm 1100 Hi4 0.452 | 0.0618 | 0.0925 |* — 198 | remain il 135 7 GOOD
1. 40%1219%2438mm 1100 Hi4 0.438 | 0.0652 | 0.0972 — O1§“3m-emain il 133 8 G0OD
1. 50%1219*2438mm 1100 H14 0.466 | 0.0641 | 0.0897 —A Lk 134 8 GOOD
2. 00%1219%2438mm 1100 H14 0.425 | 0.062 | 0.0851 = 133 8 GOOD
Alum Plain 1100 H14 0.438 | 0.0485 | 0.0912 L0 — 1 0.0j¢ . 130 9 GOOD
Sheets 3. 75%1219+2438mm 1100 H14 0.451 10.0472 | 0.0953 | <0.05| <0.05 | <0.05 | "= |60 ' i N 9 600D
4. 75%1219%2438mm 1100 H14 0.432 10.041810.0863 | <0.05 | <0.05 | <0.05| —— "}, 01934 remain 1 _3’2@, 10 GOOD
5. 75%1219%2438mm 1100 H14 0.443 10.0512 ] 0.0813 | <0.05| <0.05] <0.05| —— | 0. 0355 remain 18 1,z§ 10 600D
7. 80%1219%2438mm 1100 Hi4 0.458 | 0.062 | 0.0918 | <0.05 | <0.05| <0.05| — o.oi?\? ain | =11 A20 ¥g. GOOD
9. 75%1219%2438mm 1100 H14 0.425 10.053110.0872 | <0.05| <0.05| <0.05| —— | 0.0193 | remaii. 1t 121 4 12 74 Goo
1. 40%1500%3000mm 1100 Hi4 0.466 | 0.0641 1 0.0897 | <0.05| <0.05 | <0.05| —— |0.0193 | remain fm\ T 1334 el “toon
1. 50%1500*3000mm 1100 H14 0.452 1 0.0622 | 0.0881 | <0.05| <0.05| <0.05] —— |0.0193 | remain ) T8 "8 4 _Gaop
1. 80°*1500%3000mm 1100 H14 0.452 | 0.0529 | 0.0877 | <0.05] <0.05 | <0.05| —— |0.0195 | remain II 434 8/' £ Goop
2. 00%1500%3000mm 1100 H14 0.443 | 0.055510.0825| <0.05] <0.05| <0.05| —— |0.0193 | remain il 132 "8 | coo
2. 80%1500%3000mm 1100 H14 0.422 | 0.0561]0.0922 | <0.05| <0.05] <0.05| —— | 0.0198 Eaki 130 9 ._GOOD
3. 00%15005%3000mm 1100 H14 0.425 1 0.0522 ] 0.0913 | <0.05| <0.05| <0.05| — | o. Wﬁ 130 9" Goop=_|
Alum Stucco| 0. 65%1219%2438mm 1100 H14 0.443 10.0512 | 0.0813 | <0.05 | <0.05| <0.05| — 5 4 : 145 3 : 0D
_ Sheets 0. 85%1219*#2438mm 1100 Hi4 0.458 | 0.062 |0.0918 | <0.05| <0.05] <0.05| — emain I 143 4 GOOD™
S QCc W,
STANDARD CRITERION: ASTM B209 Z¥E  pags 2O
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